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Miscellaneous uartermaster Specificaticns

WAR DEPARTMENT,
QUARTERMASTER GENERAL's OFFICE.

Specifications for Bed Sacks.

Material —To be made of cotton or linen drilling, or seven (7)
ounce cotton duck of good quality.

Size.—Length, six (6) feet ten (10) inches; width, thirty-one and
one-quarter (3114) inches (measurements from corner to corner when
filled); depth, four and one-half (414) inches.

Opening.—To have an openin‘g or fly in the center nineteen (19)
inches in length, with one (1) by one and a quarter (114) inch stay-
piece at each end ; opening fastened with four (4) strings of three-
quarter (34) inch tape, placed equidistant from each end.

Finish.—All seams to be double ; ends cut square ; openings button-
hole stitched at each end.

Adopted March 12, 1879. :
M. C. MEIGS,

Quariermaster General,

Buvt. Major General, U. S. A.
337-Q. M. G. 0., 1879, Cl. and Eq. supply.



